
Polylactic Acid

Technical Data

General
Material Status • Commercial: Active
Literature 1 • Technical Datasheet (English)
Availability • Asia Pacific
Features • Renewable Resource Content
Appearance • Clear/Transparent • Opaque

Physical Nominal ValueUnit Test Method
Density 1.20 to 1.30 g/cm³ Internal Method
Melt Mass-Flow Rate (MFR) (190°C/2.16 kg) 2.0 to 10 g/10 min Internal Method

Mechanical Nominal ValueUnit Test Method
Tensile Stress (Yield) > 50.0MPa Internal Method
Tensile Strain (Break) > 3.0% Internal Method

Impact Nominal ValueUnit Test Method
Notched Izod Impact Strength 3.0 to 5.0 kJ/m² Internal Method

Thermal Nominal ValueUnit Test Method
Glass Transition Temperature 60.0 to 63.0 °C Internal Method
Melting Temperature 170 to 180 °C Internal Method
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